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HAKKIMIZDA / ABOUT US

Kendimize ait U¢ adet mermer ocagi ve iki ayri lokasyondaki fabrikalarimizda faaliyetlerimizi sirdUrmekteyiz.
Her U¢ mermer ocagi da genis rezervlere sahip olup, talebe gore gerektiginde Uretim miktarlari rahathkla
arttirllabilmektedir. Bu mermer ocaklarinda Rustik Yesil, Turkuaz, Maroon, Marinace, Sea Pearl taslari ve bunlarin
degisik seleksiyonlarini Gretmekteyiz.

HP Mermer’in kendi fabrikalarinin yillik mermerisleme kapasitesi 350.000 m2 dir. Mermer kullanimina yonelik
olarak fayans, buyuk plaka, projeye gore kesim, kolon kabuk kesim ve bilinen her turll yuzey islemi yapiimaktadir.
Sirketimiz ISO 9001:2015, ISO 14001:2015, OHSAS 18001:2007, CE, TSE Kalite yonetim, Cevre Yonetim, Is Saghdi ve

Guavenligi sertifikalarina sahiptir.

Currently, we have three marble quarries and two factories in different locations.

All three marble quarries have large reserves and production quantities can be increased easily when required. In
these marble quarries, we produce Rustic Green, Turquoise, Maroon, Marinace, Sea Pearl stones and their various
selections.

The annual marble processing capacity of HP Marble’s own factories is 350.000 m2. Tiles, large slabs, cut according
to the project, column shell cutting and all kinds of surface treatments are used for marble use
Our company has ISO 9001: 2015, ISO 14001: 2015, OHSAS 18001: 2007, CE, TSE Quality Management,

Environmental Management, Occupational Health and Safety certificates.
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RUSTIC GREEN APPLICATION

RUSTIC GREEN

Yer Désemesi / Floors
Duvar / Walls

Dus Yer / Shower Floors

Dus Duvar / Shower Walls

Tezgah / Countertops

Tezgah Arasi Kaplama / Backsplash
Havuz / Pools

Basamak & Riht / Steps & Risers

ic Mekan / Interiors

Dis Mekan / Exteriors

Somine / Fireplaces

Yiizey islemleri / Surface Finishings
Cilali / Polished
Honlu / Honed
Yakma / Flamed
Kumlama / Sandblasted

Cekigleme / Bush Hammered

Villa & Hususi / Residental

Kategoriler / Categories

Blok / Blocks
Ebatli / Cut to size
Plaka / Slabs

Fayans / Tiles

Ticari / Commercial

Kalinlik / Thickness
lcm
2cm
3cm

Ask for different thickness
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FRENCH PATTERN SET

a- 8'x8" 1.5%x20.5x20.5¢cm
b-  8'x16" 1.5%x20.5x40.6 cm
c- 16"x16" 1.5%x40.6x40.6 cm
d- 16"x24" 1.5%x40.6x61.0cm

AVAILABLE SIZES

6"x 12" 3x152x30,5cm
8" x 8" 3x20.3x20.3cm
8"x 16" 3x20.3x40.6.cm
16" x 16" 3x40.6x40.6 cm
16" x 24" 3x40.6x61.0cm
24" x 24" 3x61x61cm

Poolcoping 3cm&5cm
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4 pcs
2 pcs
4 pcs
2 pcs

OPUS PATTERN SET

12" x12"
12" x 24"
24" x 24"
24" x 36"

a-
b-
c-
d-

RUSTIC GREEN FRENCH PATTERN SET

1.5x30.5x30.5cm 4 pcs
1.5x30.5x61cm 2 pcs
1.5x61x617cm 4 pcs
1.5x61x91.4cm 2 pcs

AVAILABLE FINISHES

Brushed Chiseled

Brushed Straight Edge

Honed Chiseled Edge
Tumbled
Sandblasted

Flamed

FINISHES

ELIT SELECTION HONLU / HONED

FIRCALI/BRUSHED

KUMLAMA+FIRCA /SANDBLASTED & BRUSHED

ELEGANT SELECTION HONLU / HONED

YAKMA+FIRCA / FLAMED & BRUSHED

CEKiICLEME /BUSHHAMMERED
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TURQUOISE APPLICATION

TURQUOISE

Yer Désemesi / Floors
Duvar / Walls

Dus Yer / Shower Floors

Dus Duvar / Shower Walls

Tezgah / Countertops

Tezgah Arasi Kaplama / Backsplash
Havuz / Pools

Basamak & Riht / Steps & Risers

ic Mekan / Interiors

Dis Mekan / Exteriors

Somine / Fireplaces

Yiizey islemleri / Surface Finishings
Cilali / Polished
Honlu / Honed
Yakma / Flamed
Kumlama / Sandblasted

Cekigleme / Bush Hammered

Villa & Hususi / Residental

Kategoriler / Categories

Blok / Blocks
Ebatli / Cut to size
Plaka / Slabs

Fayans / Tiles

Ticari / Commercial

Kalinlik / Thickness
lcm
2cm
3cm

Ask for different thickness
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TURQUOISE FLAMED APPLICATION

TURQUOISE FLAMED

Yer Désemesi / Floors
Duvar / Walls

Dus Yer / Shower Floors

Dus Duvar / Shower Walls

Tezgah / Countertops

Tezgah Arasi Kaplama / Backsplash
Havuz / Pools

Basamak & Riht / Steps & Risers

ic Mekan / Interiors

Dis Mekan / Exteriors

Somine / Fireplaces

Kategoriler / Categories
Ebatli / Cut to size
Plaka / Slabs

Fayans / Tiles

Villa & Hususi / Residental  Ticari / Commercial

+ +
+ +
+ +
+ +
+ +
+ +
+ +
+ +
+ +
+ +
+ +

Kalinlik / Thickness
lcm
2cm
3cm

Ask for different thickness
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SEA PEARL APPLICATION

SEA PEARL

Yer Désemesi / Floors
Duvar / Walls

Dus Yer / Shower Floors

Dus Duvar / Shower Walls

Tezgah / Countertops

Tezgah Arasi Kaplama / Backsplash
Havuz / Pools

Basamak & Riht / Steps & Risers

ic Mekan / Interiors

Dis Mekan / Exteriors

Somine / Fireplaces

Yiizey islemleri / Surface Finishings
Cilali / Polished
Honlu / Honed
Kumlama / Sandblasted

Cekigleme / Bush Hammered

Villa & Hususi / Residental

Kategoriler / Categories
Blok / Blocks
Ebatli / Cut to size
Plaka / Slabs

Fayans / Tiles

Ticari / Commercial

Kalinlik / Thickness
lcm
2cm
3cm

Ask for different thickness
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MAROON APPLICATION

MAROON

Yer Désemesi / Floors
Duvar / Walls

Dus Yer / Shower Floors

Dus Duvar / Shower Walls

Tezgah / Countertops

Tezgah Arasi Kaplama / Backsplash
Basamak & Riht / Steps & Risers

ic Mekan / Interiors

Somine / Fireplaces

Yiizey islemleri / Surface Finishings
Cilali / Polished
Honlu / Honed

Kumlama / Sandblasted

Villa & Hususi / Residental

Kategoriler / Categories
Blok / Blocks
Ebatli / Cut to size
Plaka / Slabs

Fayans / Tiles

Ticari / Commercial

Kalinlik / Thickness
lcm
2cm

3cm

Ask for different thickness
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TEMELLI FACTORY ANKARA

T
I MARBLE

Ankara - Temelli fabrikamiz, 6.500 m2 si kapall alan olmak
Gzere 33500 m2 alan Uzerine kurulmustur. Yillik Gretim
kapasitesi, fayans ve plaka olarak toplam 300.000 m2 dir.
Italya’nin en taninmis makine imalatcilarinin st seri makinalari

kullaniimaktadir.

Fayans hatti 61 cm ebadina kadar kalibre edilmis ve pahli
fayans Uretebilmektedir. Gerek fayans hatti ve gerekse
numerik kontrollU plaka cila hattinda mevcut 16 cilalama kafasi

sayesinde Ustun cila kalitesi elde edilmektedir.

iki adet numerik kontrolli kopruli kesme makinasinda
istenen ebatta kesim yapilmasinin yaninda profiller de

Uretilebilmektedir.

Ankara - Temelli factory is established on an area of 33.500 m2
with 6.500 m2 closed area. Our annual production capacity
is 300.000 m2 in total. Top series machines of the most well-

known machinery manufacturers in Italy are used.

The tile line can be calibrated and chamfered tiles up to 61cm.
Superior polishing quality isachieved thanks to the 16 polishing
heads available both on the tile line and on the numerically

controlled plate polish line.

Profiles can be produced besides cutting in desired size in two

numerical controlled bridge cutting machine.
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SULEYMAN DEMIREL UNIVERSITY MINING ENGINEERING DEPARTMENT
NATURAL STONE TECHNOLOGY LABORATORY
32260 / ISPARTA/TURKEY

Hardness
Unit Volume Weight
Specific Weight

Water Abs. at Atm. Pressure
by volume
by weight

Water Abs. at Boiling Water
by volume
by weight

Water Abs. After Freezing
by volume
by weight

Effective Porosity
Real Porosity

Ratio of Fullness
P-Wave Velocity (Vp)

Saturation Coefficient
Compressive Strength

Compressive Strength After Freezing
Comp. Strength Decreasing After Freezing

After Freezing
Weight Decreasing
Unit Volume Weight Changing (-)

Bending Strength

Strength to Blow

Abrasion Strength (Bohme)

Tensile Strength (Brazilian Test)
Schmidt Hammer Hardness (L-Type)
Point Load Strength Index (Is(50))
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Sample Name :Rustik Green

Physical and Mechanical Properties

METRIC SYSTEM

Mohs 4-4.5
gr/cm? 2.601+£0.029
g/cm? 2.694+0.002
% 2125+ 0.667
% 0.812+£0.258
% 2.903+0.729
% 1114+ 0.286
% 3.413+0.995
% 1.299+0.383
% 2125+ 0.667
% 3.45
% 96.55
m/s 4266.6 +151
-—- 0.73
kg/cm? 1194.22 +101.74

kg/cm? 1034.66 % 63.77

% 13.40
% 0.057+0.019
% 0.154
kg/cm? 14176 £15.3
kg.cm/cm? 5.14

cm? /50cm? 20.57+1.07

kg/cm? 70.09+6.91
42.5+3.80
kg/cm? 49.98+295

SISYSTEM
Mohs 4-4.5
kg/cm? 2.601+29
kg/cm? 2.694+2
% 2.125+0.667
% 0.812+0.258
% 2.903+0.729
% 1114+ 0.286
% 3.413+0.995
% 1.299+0.383
% 2125+ 0.667
% 345
% 96.55
m/s 4266.6 +151
— 0.73
MPa 117.08 £ 9.97
MPa 101.44 £ 6.25
% 13.40
% 0.057+0.019
% 0.154
MPa 13.90+1.50
kg.cm/cm? 5.14

cm? /50cm? 20.57 £1.07

MPa 6.87+0.68
- 425+3.80
MPa 490+0.29

BRITISH SYSTEM

Mohs 4-4.5
lbs/ft3 162.37 £1.81
Ibs/ft3 168.18 £ 0.12
% 2125+0.667
% 0.812+0.258
% 2.903+£0.729
% 1114 +£0.286
% 3.413+£0.995
% 1.299+0.383
% 2125 +£0.667
% 345
% 96.55
m/s 4266.6 +151
— 0.73
Psi 16987.48 +
1447.23
Psi 14717.78 + 907.11
% 13.40
% 0.057+0.019
% 0.154
Psi 2016.50 £ 217.64
kg.cm/cm? 5.14

cm? /50cm? 20.57 £1.07

Psi 997.01+98.29
-—= 425+3.80
Psi 710.95+41.96

Sio2
Fe203
CaO
MgO

(%)
3,18
0,69
51,81
0,09
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SULEYMAN DEMIREL UNIVERSITY MINING ENGINEERING DEPARTMENT
NATURAL STONE TECHNOLOGY LABORATORY
32260 / ISPARTA/TURKEY

Numune Adi: Sea Pearl (Usak Beyazi) Kimyasal analiz / Chemical analysis {%) TS EN 15309
Sample Name : Sea Pearl (Usak White) CaO MgO Fe,O, Sio, ALO, Na,O K,0 SO, Kizidirma Kaybi / LOL
= . Standart Deney sayisi En kiicik En buylik 50,978 2,22 0,957 2,748 0,951 0,058 0,063 0,002 4211
x2S IPel gy Standard Number of tests Lowest Highest OIS
Sertlik (Mohs) TS . . L
Hardness (Mohs) 6809 4 35 4,0 37+£0,3 Petrografik tanimlama / Petrographic description TS EN 12407
Ozaiil Adirlik (g/cm?) TSEN Granoblastik dokulu kayag, genellikle orta-ince kristalli, yari 6zsekilli, 6zsekilsiz, ydnlenme sunmayan kalsit kristallerinden olusmaktadir. Kalsitin yaninda
S egciﬁc gravit 9 1936 4 2,733 2,735 2,734 £ 0,001 yer yer az oranda kuvars ve muskovit minerali bilesimde yer almaktadir. Kalsit kristalleri genelde polisentetik ikizlenme sunmaktadir. Kalsit tane sinirlari
P 9 y olusumundan kaynakli basing etkisiyle girintili cikintilidir. Masif bir 6zellik gosteren kayag, mermer (marble) olarak tanimlanmaktadir.
Gorlinur yogunluk (g/cm?) TSEN
. 6 2,715 2,726 2,720+ 0,005
Apparent density 1936 ! ! ! !
T Kiilk (%) — Cevre sartlari / Environmental coditions
¢tk gozeneklilik (%
Open porosity 1936 2 e oS SHIECHON Sicaklik / Temperature, C °:22-25
Atmosfer basincinda su emme tayini (%) TSEN Rutubet / Moisture, % : 50-55
Determination of water absorption at 13755 6 0,038 0,049 0,042 +0,004
atmospheric pressure
Toplam gézeneklilik (%) TSEN ~ ~ _ 0513
Total porosity 1936 !
Kilcal etkiye bagli su emme katsayisinin tayini (g/m2.s°®) TSEN
Determination of water absorption coefficient by capillarity 1925 4 0.75 0.95 083+0,09
Asinma dayanimi (Metod-B/Béhme) (cm3/50cm?) TSEN
Abrasion strength 14157 4 9.44 HO)= e SR
P-dalga hizi (m/s) TSEN
P-wave velocity 14579 6 6389 661 6513£99
Basing dayanimi (MPa) TSEN
Compressive strength 1926 6 93,5 121 103,3+9,3
Don sonrasi basing dayanimi (14 déngi) (MPa) TSEN
Compressive strength after freeze-thaw (14 Cycle) 12371 6 819 1013 956+84
Don sonrasi kitle kaybi (-) (%) TSEN
Decreasing of weight after freeze-thaw 12371 g g OREY QL0001
Yogun yik altinda bukilme dayanimi (MPa) TSEN
Flexural strength under concentrated load 12372 6 147 16 154 £0,5
Don sonrasi yogun yuk altinda bikilme dayanimi
(14 déngi) (MPa) TSEN
Flexural strength under constant moment after freeze thaw 12371 2 e 2 D
(14 Cycle)
Dona karsi dayanimi (=) (%) TSEN ~ ~ _ 89
Frost resistance 12371 ’
Termal sok sonrasi yogun ylik altinda biikiilme dayanimi
(20 dongt) (MPa) TSEN
Flexural strength under concentrated load after thermal 14066 9 [ 557 2t
shock (20 Cycle)
Termal sok sonrasi kitle kaybi (-) (%) TSEN
Decreasing of weight after thermal shock 14066 6 0.02 0.06 0,03£0,01
Termal sok sonrasi P-dalga hizi degisimi (-) (%) TSEN
Changing of P-wave velocity after thermal shock 14066 < e O OO0l
Su buhari direng faktori (kuru) (p- degeri) TSEN ~ ~ ~ 10000
Water vapour resistance factor (dry) (u- value) 12524
Isiiletkenligi - Isil diren¢ (W/mK) TSEN ~ ~ _ 257
Thermal conductivity - Thermal resistant(\) 12524 .
Kayma direnci (kuru) (SRV) TSEN
Slip resistance (dry) 14231 > 303 355 32723
Kayma direnci (1slak) (SRV) TSEN
Slip resistance (wet) 14231 2 e 2.4 2119
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Numune Adi: Maroon

Sample Name : Maroon

Ozellik / Property

Sertlik (Mohs)
Hardness (Mohs)
Ozgiil Agirlik (g/cm?)
Specific gravity

Gaoruniryogunluk (g/cm?3)
Apparent density

Acik gézeneklilik (%)
Open porosity

Atmosfer basincinda su emme tayini (%)
Determination of water absorption at
atmospheric pressure

Toplam gozeneklilik (%)
Total porosity

Kilcal etkiye bagli su emme katsayisinin tayini (g/m?2.s°®)
Determination of water absorption coefficient by capillarity

Asinma dayanimi (Metod-B/Bdhme) (cm3/50cm?)
Abrasion strength

P-dalga hizi (m/s)
P-wave velocity

Basin¢ dayanimi (MPa)
Compressive strength

Don sonrasi basing dayanimi (14 déngi) (MPa)
Compressive strength after freeze-thaw (14 Cycle)

Don sonrasi kiitle kaybi (-) (%)
Decreasing of weight after freeze-thaw

Yogun yuk altinda biikiilme dayanimi (MPa)
Flexural strength under concentrated load

Don sonrasi yogun yiik altinda biikiilme dayanimi

(14 dongu) (MPa)

Flexural strength under constant moment after freeze thaw
(14 Cycle)

Dona karsi dayanimi (-) (%)
Frost resistance

Termal sok sonrasi yogun yiik altinda bikilme dayanimi
(20 dongu) (MPa)

Flexural strength under concentrated load after thermal
shock (20 Cycle)

Termal sok sonrasi kiitle kaybi (-) (%)
Decreasing of weight after thermal shock

Termal sok sonrasi P-dalga hizi degisimi (-) (%)
Changing of P-wave velocity after thermal shock

Su buhari direng faktori (kuru) (p- degeri)
Water vapour resistance factor (dry) (u- value)

Isiiletkenligi - Isil diren¢ (W/mK)
Thermal conductivity - Thermal resistant (A)

Kayma direnci (kuru) (SRV)
Slip resistance (dry)

Kayma direnci (1slak) (SRV)
Slip resistance (wet)
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Standart
Standard

TS
6809
TSEN
1936

TSEN
1936

TSEN
1936

TSEN
13755

TSEN
1936

TSEN
1925

TSEN
14157

TSEN
14579

TSEN
1926

TSEN
12371

TSEN
12371

TSEN
12372

TSEN
12371

TSEN
12371

TSEN
14066

TSEN
14066

TSEN
14066

TSEN
12524

TSEN
12524

TSEN
14231

TSEN
14231

Deney sayisi
Number of tests

4

4

En kiiglk
Lowest

35

2,709

2,689

0,367

0,136

1,71

9,62

6292

10,9

81,2

0,015

1,8

9.1

77

0,04

0,21

29,7

5,1

En biyilik
Highest

4,0

2,19

2,696

0,461

o171

2,16

9,76

6369

153,8

121,6

0,035

15,1

1,2

14,7

0,06

0,43

36,7

9,7

Ortalama Average

3,6+0,2

2,713+ 0,005

2,692+0,002

0,426 £0,043

0,158 +0,016

0,767

1,89+0,22

9,70+ 0,07

6329 +27

131,0+15,5

107,7 £15,6

0,024+0,008

13,5+1,4

10,4+0,9

23,1

10,6 +2,4

0,05+0,01

0,32+0,12

276

2,52

345+28

8,4+19

Kimyasal analiz /| Chemical analysis {%) TS EN 15309

CaO MgO Fe,O, SiO ALO, Na,O K,O SO Kizidirma Kaybi / LOL

55,199 0,424 0,123 0,36 0,163 0,015 0,01 0,02 43,84

Petrografik tanimlama / Petrographic description TS EN 12407

Mikritik dokuya sahip olan kayagta, mikritik doku icinde gelismis olan az sayida spari-kalsit olusumlari gézlemlenmektedir. Kayacta erime bosluklari bulunur
ve bunlarin bazilarin iginde ikincil kalsit olusumlari meydana gelmistir. Masif bir 6zellik gésteren kayag, kiregtasi (limestone) olarak tammlanmaktadiir.

Cevre sartlari / Environmental coditions
Sicaklik / Temperature, C °:22-25
Rutubet / Moisture, % : 50-55
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E-Posta: info@hpmermer.com.tr HP MERMER INSAAT ENERJI AS.

Tel: +90 (312) 646 5187 Cumhuriyet Mah. HikmU Peker Cad. No:4/A
Faks: +90 (312) 6465186 Temelli- 06909 ANKARA / TURKIYE

GSM: +905336572856
+90 5336572858




